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Technique used:

The Thermal analysis was done for the samples:
1-Technometal Rubber foam GASKET for HVAC duct flanges
2-Technometal PE Rubber foam GASKET for HVAC duct flanges
By means of LINSEIS STA PT1600 each powdered sample was heated by

10°C/min. up to 250°C.
Temperature, weight, change in Wt., and the thermal behavior of the

samples are recorded in the charts.

Analyzed by

Chem. / Hend Saad Chem. / Mona Awaad

Director of X-Ray and Thermal Dept.
Chem / Bahaa Nabih

Gen. Dir. Of Mineralogical & Geochemical Dept.

Geo. / Abdallah Nassar
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Name: Technometal PE Rubber foam GASKET for HVAC DUCT fla

S

\m@mﬁw

Temperature Relative Mass Change mg T Time (s)
40.3 289.92 97.65
41.3 297 97.6
42.3 304.31 97.54
43.3 310.89 97.46
443 317.87 97.38
453 324.47 97.31
46.3 330.86 97.24
47.3 337 97.19
48.3 343.6 97.15
49.3 349.79 97.09
50.3 355.84 97.02
51.3 361.53 96.94
52.3 367.68 96.83
53.3 373.47 96.73
54.3 379.05 96.63
55.3 384.48 96.55
56.3 390.15 96.47
57.3 395.56 96.4
58.3 400.86 96.34
59.3 406.2 . 96.31
60.3 411.4 96.31
61.3 416.51 96.32
62.3 421.69 96.34
63.3 426.55 96.36
64.3 431.6 96.37
65.3 436.39 96.36
66.3 441.38 96.35
67.3 446.3 96.32
68.3 451.09 96.29
69.3 456.2 96.25
70.3 460.97 96.21
71.3 465.72 96.17
72.3 470.31 96.14
73.3 475.07 96.1
74.3 479.71 96.07
75.3 484.31 96.04
76.3 488.96 96
77.3 493.45 95.95
78.3 498 95.91
79.3 502.55 - 95.86
80.3 507.12 95.81
81.3 511.45 95.77
82.3 515.81 95.71
83.3 519.98 95.65
84.3 524 .47 95.59




Name: Technometal PE Rubber foam GASKET for HVAC DUCT flanges.

Temperature Relative Mass Change mg TIME
85.3 528.75 . 95.53
86.3 533.09 95.47
87.3 537.37 95.42
88.3 541.62 95.36
89.3 545,98 95.31
90.3 550.38 95.26
91.3 554.77 95.21
92.3 558.92 95.16
93.3 563.2 95.1
94.3 567.42 95.04
95.3 571.61 94.96
96.3 576.08 94.86
97.3 579.96 94.77
98.3 584.14 94.68
99.3 588.21 94.6
100.3 592.42 94.53
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# Name: Techno Metal Rubber foam GASKET for HVAC duct

flanges.
Temperature Rolative mass Time(s)
change

40.77 98.74 283.78
41.77 98.7 291.52
42.77 98.67 298.93
43.77 98.66 306.05
44.77 98.65 312.98
45.77 98.65 319.71
46.77 98.66 326.35 -
47.77 98.67 332.86
48.77 98.68 339.28
49.77 98.7 345.55
50.77 98.71 351.77
51.77 98.73 357.84
52.77 98.74 363.8
53.77 98.76 369.63
54,77 98.77 375.38
55.77 98.78 381.03
56.77 98.78 386.58
57.77 98.79 392.05
58.77 98.79 397.47
59.77 98.78 402.81
60.77 98.78 408.09
61.77 98.77 413.31
62.77 98.76 418.46
63.77 98.75 423.55
64.77 98.73 428.6
65.77 98.72 43361 .
66.77 98.7 438.56
67.77 98.69 443.49
68.77 98.67 448.39
69.77 98.66 453.26
70.77 98.64 458.09
71.77 98.63 462.86
72.77 98.61 467.6
73.77 98.6 472.31
74.77 98.58 476.98
75.77 98.57 481.6
76.77 98.55 486.21
77.77 98.54 490.8
78.77 98.52 495.36
79.77 98.51 499.87
80.77 98.49 504.34
81.77 98.48 508.79
82.77 98.47 513.19
83.77 98.46 517.56
84.77 98.44 521.89
85.77 98.43 526.21
86.77 98.42 530.54
87.77 98.4 534.86




# Name: Techno Metal Rubber foam GASKET for
HVAC duct flanges.

Temperature Poic e Time(s) -
change
88.77 98.39 539.18
89.77 98.37 543.5
90.77 98.36 547.8
91.77 98.34 552.11
92.77 98.33 556.41
93.77 98.32 560.67
94.77 98.3 564.9
95.77 98.29 569.12
96.77 98.28 573.32
97.77 98.26 577.5
98.77 98.25 581.68
99.77 98.24 585.86
100.77 98.23 590.02




